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[he Gem and Jewelry Institute of Thailand (Public Organization) (GIT)
Assay Report
ReportNo. ASX1505-021 Order No. 1505120040001
Date Received 12/05/2015 Date Assay 14/05/2015
Specimen characteristic __ Ring . .
Sample Weight . 509¢
Sample Description e
Method of Assaying XRF (X-ray Fluorescence)
Test Result
Element Result Unit Remark

Au (Gold) 76.06 %

//)/ZV 9 / TidarahMuangthai

akraphan Suwanw jit) (Thidarat Muangthai) '

Approved Assayer

Remnarks : 1. Assaying by XRF can guarantee the accuracy on the surface layer only.

2. GIT and its staffs refrain from involving in any dispute regarding this test result, as well as clarifying or testifying in any court of law.

3. This test report represents the identification result of the sample(s) only. This report shall not be reproduced, except in full, without written
approval of the GIT GTL (gboratory

End of Report
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